
 
 

 

 

APPENDIX E 

PARTICLE SIZE ANALYSIS RESULTS 



Sieving Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 100

63 100 1.0 100

50 100 0.5 97

38 100 0.25 55

28 100 0.125 8

20 100 0.063 3

14 100 0.031 1.56

10 100 0.0156 0.74

6.3 100 0.0078 0.59

5.0 100 0.0039 0.44

3.4 100 0.00031 0

2.0 100

1.2 100

0.60 99

0.43 96
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MMT Project Number
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Vessel

Site Test Date
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Water Depth (m MSL)

Core Location Comments
101462

Franklin

Statoil

S01
23/08/2013

573562E N 6375492
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 100

63 100 1.0 100

50 100 0.5 99

38 100 0.25 56

28 100 0.125 5

20 100 0.063 3

14 100 0.031 0.95

10 100 0.0156 0.36

6.3 100 0.0078 0.34

5.0 100 0.0039 0.34

3.4 100 0.00031 0

2.0 100

1.2 100

0.60 100

0.43 99
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573955E N 6375758
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 73

75 100 2.0 64

63 100 1.0 55

50 100 0.5 44

38 100 0.25 17

28 100 0.125 3

20 100 0.063 2

14 97 0.031 1.11

10 91 0.0156 0.62

6.3 82 0.0078 0.53

5.0 77 0.0039 0.45

3.4 70 0.00031 0

2.0 64

1.2 57

0.60 48

0.43 40
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579956E N 6375438
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 98

75 100 2.0 90

63 100 1.0 72

50 100 0.5 38

38 100 0.25 2

28 100 0.125 1

20 100 0.063 1

14 100 0.031 0.97

10 99 0.0156 0.19

6.3 99 0.0078 0

5.0 98 0.0039 0

3.4 97 0.00031 0

2.0 90

1.2 78

0.60 51

0.43 24
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582867E N 6374377
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 90

75 100 2.0 84

63 100 1.0 78

50 100 0.5 69

38 100 0.25 28

28 100 0.125 5

20 100 0.063 3

14 97 0.031 2.9

10 96 0.0156 1.84

6.3 93 0.0078 1.24

5.0 92 0.0039 0.82

3.4 89 0.00031 0

2.0 84

1.2 79

0.60 72

0.43 66
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590106E N 6373500
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 99

75 100 2.0 99

63 100 1.0 98

50 100 0.5 97

38 100 0.25 71

28 100 0.125 11

20 100 0.063 3

14 100 0.031 2

10 100 0.0156 1.33

6.3 99 0.0078 0.96

5.0 99 0.0039 0.68

3.4 99 0.00031 0

2.0 99

1.2 98

0.60 97

0.43 96
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596590E N 6372813
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 99

63 100 1.0 99

50 100 0.5 97

38 100 0.25 82

28 100 0.125 12

20 100 0.063 2

14 100 0.031 1.75

10 100 0.0156 1.13

6.3 100 0.0078 0.72

5.0 100 0.0039 0.49

3.4 99 0.00031 0

2.0 99

1.2 99

0.60 98

0.43 96
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597174E N 6371180
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 100

63 100 1.0 100

50 100 0.5 98

38 100 0.25 85

28 100 0.125 19

20 100 0.063 3

14 100 0.031 1.39

10 100 0.0156 0.90

6.3 100 0.0078 0.47

5.0 100 0.0039 0.47

3.4 100 0.00031 0

2.0 100
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599156E N 6368493
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 99

75 100 2.0 99

63 100 1.0 99

50 100 0.5 97

38 100 0.25 75

28 100 0.125 14

20 100 0.063 2

14 100 0.031 1.56

10 100 0.0156 1.06

6.3 99 0.0078 0.69

5.0 99 0.0039 0.50

3.4 99 0.00031 0
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0.60 98

0.43 96
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600192E N 6368712
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 99

75 100 2.0 99

63 100 1.0 98

50 100 0.5 94

38 100 0.25 70

28 100 0.125 19

20 100 0.063 4

14 100 0.031 2.96

10 100 0.0156 1.95

6.3 99 0.0078 1.14

5.0 99 0.0039 0.84

3.4 99 0.00031 0

2.0 99

1.2 98

0.60 96

0.43 92
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601787E N 6367967
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 93

75 100 2.0 92

63 100 1.0 89

50 100 0.5 85

38 100 0.25 59

28 100 0.125 12

20 96 0.063 4

14 96 0.031 3.96

10 94 0.0156 2.38

6.3 94 0.0078 1.49

5.0 94 0.0039 0.91

3.4 93 0.00031 0

2.0 92

1.2 90

0.60 87
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604567E N 6365190
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 99

63 100 1.0 99

50 100 0.5 96

38 100 0.25 57

28 100 0.125 9

20 100 0.063 3

14 100 0.031 2.84

10 100 0.0156 1.75

6.3 100 0.0078 1.22

5.0 100 0.0039 0.81

3.4 100 0.00031 0

2.0 99

1.2 99

0.60 98

0.43 94
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603952E N 6364417
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 100

63 100 1.0 99

50 100 0.5 96

38 100 0.25 68

28 100 0.125 18

20 100 0.063 4

14 100 0.031 2.51

10 100 0.0156 1.62

6.3 100 0.0078 0.95

5.0 100 0.0039 0.76

3.4 100 0.00031 0

2.0 100

1.2 100

0.60 98

0.43 93
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602262E N 6368456
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 99

63 100 1.0 97

50 100 0.5 92

38 100 0.25 53

28 100 0.125 10

20 100 0.063 2

14 100 0.031 1.79

10 100 0.0156 1.06

6.3 100 0.0078 0.76

5.0 100 0.0039 0.48

3.4 100 0.00031 0

2.0 99

1.2 97

0.60 94

0.43 89

0

10

20

30

40

50

60

70

80

90

100

Pe
rc

en
ta

ge
 P

as
si

ng

Particle Size (mm)
0.002 0.02 0.2 2 20

British Standard Sieve Sizes µm

63 150 300 600 1.18 2 5 10 20 37.5 75 mm

Particle Size Distribution

0.43 89

0.30 69

0.21 40

0.15 13

0.063 2

Sieving 9.2   wet sieve

Laser Diffraction Malvern (non-BS)

Test Method

Sample 
Proportions - 
Wentworth 

Scale

Gravel

Sand

Cobbles / boulders

Silt

Clay

0%

1%

97%

1.52%

BS 1377 : Part 2 : 1990
Uniformity 
Coefficient
D60 / D10

2

0.48%

Sample 
Details

Sample

Sample Top, mBGL

Sample Ref

Sample Type Grab sample

Tub

0.00

S23

Particle Size (mm)
0.002 0.02 0.2 2 20

CLAY
SILT SAND GRAVEL

COBBLES
Fine Medium Coarse Fine Medium Coarse Fine Medium Coarse

MMT Project Number

Client

Vessel

Site Test Date

Co-ordinates

Water Depth (m MSL)

Core Location Comments
101462

Franklin

Statoil

S23
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602736E N 6368646
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 99

75 100 2.0 98

63 100 1.0 96

50 100 0.5 90

38 100 0.25 60

28 100 0.125 15

20 100 0.063 4

14 100 0.031 2.94

10 100 0.0156 1.90

6.3 100 0.0078 1.20

5.0 100 0.0039 0.81

3.4 99 0.00031 0

2.0 98

1.2 96

0.60 93

0.43 87
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603682E N 6367474
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 99

63 100 1.0 97

50 100 0.5 91

38 100 0.25 65

28 100 0.125 16

20 100 0.063 7

14 100 0.031 6.17

10 100 0.0156 3.22

6.3 100 0.0078 1.91

5.0 100 0.0039 1.16

3.4 100 0.00031 0

2.0 99

1.2 98

0.60 93

0.43 89
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605196E N 6365452
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 97

75 100 2.0 96

63 100 1.0 96

50 100 0.5 96

38 100 0.25 80

28 100 0.125 11

20 97 0.063 2

14 97 0.031 1.56

10 97 0.0156 0.84

6.3 97 0.0078 0.65

5.0 97 0.0039 0.38

3.4 96 0.00031 0

2.0 96

1.2 96

0.60 96

0.43 95
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597624E N 6374181
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 98

75 100 2.0 98

63 100 1.0 97

50 100 0.5 96

38 100 0.25 88

28 98 0.125 17

20 98 0.063 3

14 98 0.031 2.04

10 98 0.0156 1.30

6.3 98 0.0078 0.81

5.0 98 0.0039 0.67

3.4 98 0.00031 0

2.0 98

1.2 97

0.60 97

0.43 96
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599288E N 6372978
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 100

63 100 1.0 100

50 100 0.5 98

38 100 0.25 81

28 100 0.125 20

20 100 0.063 3

14 100 0.031 1.45

10 100 0.0156 0.98

6.3 100 0.0078 0.59

5.0 100 0.0039 0.49

3.4 100 0.00031 0

2.0 100

1.2 100

0.60 99

0.43 97
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599887E N 6366576
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 100

63 100 1.0 99

50 100 0.5 93

38 100 0.25 50

28 100 0.125 13

20 100 0.063 3

14 100 0.031 2.02

10 100 0.0156 1.28

6.3 100 0.0078 0.83

5.0 100 0.0039 0.66

3.4 100 0.00031 0

2.0 100

1.2 100

0.60 97

0.43 88
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600734E N 6364899
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 100

63 100 1.0 98

50 100 0.5 88

38 100 0.25 24

28 100 0.125 4

20 100 0.063 2

14 100 0.031 0.99

10 100 0.0156 0.62

6.3 100 0.0078 0.40

5.0 100 0.0039 0.40

3.4 100 0.00031 0
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1.2 99

0.60 93

0.43 81

0

10

20

30

40

50

60

70

80

90

100

Pe
rc

en
ta

ge
 P

as
si

ng

Particle Size (mm)
0.002 0.02 0.2 2 20

British Standard Sieve Sizes µm

63 150 300 600 1.18 2 5 10 20 37.5 75 mm

Particle Size Distribution

0.43 81

0.30 36

0.21 16

0.15 6

0.063 2

Sieving 9.2   wet sieve

Laser Diffraction Malvern (non-BS)

Test Method

Sample 
Proportions - 
Wentworth 

Scale

Gravel

Sand

Cobbles / boulders

Silt

Clay

0%

0%

98%

1.60%

BS 1377 : Part 2 : 1990
Uniformity 
Coefficient
D60 / D10

2

0.40%

Sample 
Details

Sample

Sample Top, mBGL

Sample Ref

Sample Type Grab sample

Tub

0.00

S32

Particle Size (mm)
0.002 0.02 0.2 2 20

CLAY
SILT SAND GRAVEL

COBBLES
Fine Medium Coarse Fine Medium Coarse Fine Medium Coarse

MMT Project Number

Client

Vessel

Site Test Date

Co-ordinates

Water Depth (m MSL)

Core Location Comments
101462

Franklin

Statoil

S32
01/09/2013

601699E N 6365312
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results



Sieving and Sedimentation Wentworth Scale

Particle Size mm % Passing Particle Size mm % Passing

130 100 64 100

90 100 4.0 100

75 100 2.0 100

63 100 1.0 98

50 100 0.5 83

38 100 0.25 32

28 100 0.125 4

20 100 0.063 1

14 100 0.031 0.74

10 100 0.0156 0.16

6.3 100 0.0078 0

5.0 100 0.0039 0

3.4 100 0.00031 0

2.0 100

1.2 99

0.60 91

0.43 74
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598066E N 6370567
Wentworth Scale calculated from Sieving and Laser Diffraction data.

Particle Size Analysis Results
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